
System Based Sampling

Steel Testing    

 January 2013 - December 2013 

NUCOR - AUBURN 10 REBAR - EPOXY 8/15/2013 20132833

CMC STEEL - SOUTH CAROLINA 10 REBAR - GALVANIZED 12/5/2013 20140309

NUCOR - AUBURN 11 REBAR - EPOXY 8/15/2013 20132834

CMC STEEL - SOUTH CAROLINA 11 REBAR - GALVANIZED 12/13/2013 20140303

NUCOR - AUBURN 4 REBAR - EPOXY 3/6/2013 20130721

NUCOR - AUBURN 4 REBAR - EPOXY 11/20/2013 20134140

NUCOR - AUBURN 4 REBAR - EPOXY 5/29/2013 20131697

NUCOR - MARION 4 REBAR - EPOXY 8/15/2013 20132828

GERDAU AMERISTEEL - SAYRERVILLE 4 REBAR - EPOXY 3/13/2013 20130787

NUCOR - AUBURN 4 REBAR - GALVANIZED 6/28/2013 20132273

NUCOR - MARION 4 REBAR - GALVANIZED 11/4/2013 20133996

NUCOR - SAYREVILLE 4 REBAR - GALVANIZED 2/21/2013 20130603

NUCOR - AUBURN 4 REBAR - GALVANIZED 5/29/2013 20131768

NUCOR  - KINGMAN 4 REBAR - GALVANIZED 12/5/2013 20140304

NUCOR - AUBURN 4 REBAR - GALVANIZED 7/17/2013 20132442

GERDAU - SAYREVILLE 4 REBAR - GALVANIZED 4/29/2013 20131285

NUCOR - AUBURN 4 REBAR - GALVANIZED 10/26/2013 20133857

NUCOR - AUBURN 4 REBAR - PLAIN 2/1/2013 20130576

NUCOR - MARION 4 REBAR - PLAIN 1/2/2013 20130312

GERDAU - SAYREVILLE 4 REBAR - PLAIN 4/9/2013 20131101



System Based Sampling

Steel Testing    

 January 2013 - December 2013 

NUCOR - AUBURN 4 REBAR - PLAIN 3/22/2013 20130806

NUCOR - MARION 5 REBAR - EPOXY 8/15/2013 20132830

NUCOR - MARION 5 REBAR - EPOXY 10/29/2013 20133926

NUCOR - AUBURN 5 REBAR - EPOXY 8/2/2013 20132677

NUCOR - AUBURN 5 REBAR - EPOXY 5/29/2013 20131699

NUCOR - AUBURN 5 REBAR - EPOXY 3/6/2013 20130720

NUCOR - MARION 5 REBAR - EPOXY 8/19/2013 20132863

GERDAU AMERISTEEL - SAYRERVILLE 5 REBAR - EPOXY 3/13/2013 20130786

NUCOR - AUBURN 5 REBAR - EPOXY 2/25/2013 20130652

NUCOR - AUBURN 5 REBAR - EPOXY 2/25/2013 20130650

NUCOR - AUBURN 5 REBAR - EPOXY 12/11/2013 20140300

NUCOR - AUBURN 5 REBAR - EPOXY 11/20/2013 20134141

GERDAU AMERISTEEL - SAYRERVILLE 5 REBAR - GALVANIZED 3/27/2013 20130847

NUCOR - AUBURN 5 REBAR - GALVANIZED 7/17/2013 20132443

NUCOR - AUBURN 5 REBAR - GALVANIZED 6/28/2013 20132274

NUCOR - AUBURN 5 REBAR - GALVANIZED 5/29/2013 20131769

GERDAU - SAYREVILLE 5 REBAR - GALVANIZED 4/29/2013 20131283

NUCOR - AUBURN 5 REBAR - GALVANIZED 10/26/2013 20133858

NUCOR - AUBURN 5 REBAR - GALVANIZED 8/5/2013 20132703

NUCOR - MARION 5 REBAR - GALVANIZED 11/4/2013 20133997

GERDAU - SAYREVILLE 5 REBAR - PLAIN 4/9/2013 20131102



System Based Sampling

Steel Testing    

 January 2013 - December 2013 

NUCOR - AUBURN 5 REBAR - PLAIN 3/22/2013 20130805

GERDAU AMERISTEEL - SAYRERVILLE 5 REBAR - PLAIN 3/25/2013 20130875

NUCOR - AUBURN 5 REBAR - PLAIN 10/22/2013 20133927

NUCOR - MARION 6 REBAR - EPOXY 8/15/2013 20132831

NUCOR - MARION 6 REBAR - EPOXY 8/19/2013 20132864

NUCOR - AUBURN 6 REBAR - EPOXY 5/29/2013 20131698

NUCOR - AUBURN 6 REBAR - EPOXY 12/11/2013 20140301

NUCOR - AUBURN 6 REBAR - GALVANIZED 5/31/2013 20131781

NUCOR - AUBURN 6 REBAR - GALVANIZED 10/26/2013 20133860

CMC STEEL - SOUTH CAROLINA 6 REBAR - GALVANIZED 12/5/2013 20140305

GERDAU - SAYREVILLE 6 REBAR - GALVANIZED 4/29/2013 20131282

NUCOR - AUBURN 6 REBAR - GALVANIZED 6/28/2013 20132275

NUCOR - AUBURN 6 REBAR - GALVANIZED 5/29/2013 20131770

NUCOR - AUBURN 6 REBAR - GALVANIZED 3/19/2013 20131083

NUCOR - SAYREVILLE 6 REBAR - GALVANIZED 2/21/2013 20130604

NUCOR - AUBURN 6 REBAR - GALVANIZED 7/17/2013 20132444

NUCOR - AUBURN 6 REBAR - GALVANIZED 8/5/2013 20132704

NUCOR - AUBURN 6 REBAR - GALVANIZED 11/4/2013 20133998

GERDAU - SAYREVILLE 6 REBAR - PLAIN 4/9/2013 20131100

NUCOR - AUBURN 6 REBAR - PLAIN 3/22/2013 20130807

NUCOR - AUBURN 6 REBAR - PLAIN 10/28/2013 20133907



System Based Sampling

Steel Testing    

 January 2013 - December 2013 

NUCOR - MARION 6 REBAR - PLAIN 1/2/2013 20130311

GERDAU AMERISTEEL - SAYRERVILLE 6 REBAR - PLAIN 3/25/2013 20130876

NUCOR - AUBURN 7 REBAR - EPOXY 3/6/2013 20130719

NUCOR - AUBURN 7 REBAR - EPOXY 11/20/2013 20134142

NUCOR - MARION 7 REBAR - EPOXY 8/19/2013 20132865

NUCOR - AUBURN 7 REBAR - GALVANIZED 7/17/2013 20132445

CMC STEEL - SOUTH CAROLINA 7 REBAR - GALVANIZED 12/5/2013 20140306

GERDAU - SAYREVILLE 7 REBAR - GALVANIZED 4/29/2013 20131281

NUCOR - AUBURN 7 REBAR - GALVANIZED 5/29/2013 20131771

NUCOR - AUBURN 7 REBAR - GALVANIZED 10/26/2013 20133861

NUCOR - AUBURN 7 REBAR - GALVANIZED 6/28/2013 20132276

NUCOR - MARION 7 REBAR - GALVANIZED 11/4/2013 20133999

NUCOR - AUBURN 7 REBAR - GALVANIZED 5/31/2013 20131782

NUCOR - MARION 8 REBAR - EPOXY 8/15/2013 20132832

CMC STEEL - SOUTH CAROLINA 8 REBAR - GALVANIZED 12/5/2013 20140307

GERDAU - SAYREVILLE 8 REBAR - GALVANIZED 4/29/2013 20131284

NUCOR - MARION 8 REBAR - GALVANIZED 11/4/2013 20134000

NUCOR - AUBURN 8 REBAR - GALVANIZED 5/31/2013 20131783

NUCOR - AUBURN 8 REBAR - PLAIN 1/2/2013 20130310

NUCOR - AUBURN 9 REBAR - EPOXY 8/15/2013 20132829

NUCOR - SAYREVILLE 9 REBAR - GALVANIZED 2/21/2013 20130605



System Based Sampling

Steel Testing    

 January 2013 - December 2013 

"UNKNOWN" SUPPLIER 9 REBAR - GALVANIZED 9/27/2013 20133469

CMC STEEL - SOUTH CAROLINA 9 REBAR - GALVANIZED 12/5/2013 20140308

NUCOR - AUBURN 9 REBAR - GALVANIZED 6/28/2013 20132277


